b.as MID-CONTINENT /
TESTING LABORATORIES, INC. Y e
. ‘ HIGH TECHNOLOGY OIL ANALYSIS ESKP
AND ENVIRONMENTAL TESTING SAMPLE NAME: RUBY DUMP
{ ~ DESCRIPTION:
*A ! ‘ SAMPLE DATE: 03/07/94
l " 2 SAMPLE TIME: 12:30 PM
2381 S. Plaza Dr. » PO. Box 3388 * Rapid City, SD 57709 SR 1 3
B l (605) 348-0111
l b ACCOUNT NUMBER: W1000
P LAB NUMBER: 19940309107
‘ STAN MICHALS DATE RECEIVED: 03/09/94
11 BROHM MINING CORP. TIME RECEIVED: 07:15 AM
@ 1 P.O. BOX 485 REPORT DATE: 03/10/94
1 ! DEADWOOD, SD 57732
° |
" ' ‘
]
.El
4
A . | PHYSICAL PROPERTIES VALUE METALS mg/1 DISSOLVED TOTAL
yuin oottt e | et | Sashdb—tat | mebepemm i
® I CGonductivity, umhos/cm 2990, Aluminum 210. 236.
I Hardness 700. Ant imony . s
PH 2.81 Arsenic .888 1.42
® ’ Solids, Dissolved, mg/l 3865. Barium .085 070
| I . Solids, Suspended, m/l 10.0 Beryllium : :
| I “  Turbidity, NTU A . Boron :
® : Cadmi um .269 .281
I & Calcium 109.
, | INORGANIC & NONMMETALLIC VALUE Chromium 117 121
.q ———————————————————————————————— Cobalt =, o
&|  Alkalinity 0.00 Copper 27.5 28.1
HUIEI Bicarbonate 0.00 Gold g . :
‘g Carbonate, mg/1 0.00 Iron 88.2 42.4
3| Chloride, mg/] 19.0 Lead <.001 <.001
; Cyanide, Total, /1 , <010, ;4 Lithium | : . b sl
.n: Cyanide, WAD, mg/1 : ' Magnesium ' 104. f
| E Cyanide, Free, mg/l . Manganese 24.9 26.6
[ o Fluoride, mg/1 . Mercury . <.0002
'9 Nitrogen, Ammonia, mg/l .301 Mol ybdenum 3 o
B Nitrogen, Nitrate, mg/1 10.9 Nickel .222 .257
' 2 Nitrogen, Nitrite, mg/l <.050 Potassium 2.52 .
.g Sulfate, mg/1 2188. Selenium <.005 <,005
I X Silicon .
nnui] v Silver .006 .006
| 2 Sodium 171 o
. | Strontium . .
‘ Vanadium = .
& | Zinc 4.17 4,39
® { SPECIAL TESTS VALUE 7
. ' ACIDITY 1716. APPROVED BY: ////// IZ/
IR DATE: = a( £o- ?’Y
|
|




FACE WATE EAM JGING - FIELD F
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SAMPLER: o STREAM WIDTH:

STATION NO: /AL UM TOTAL FLOW:

GAUGE HEIGHT: WATER SAMPLE (Yes/No):

TEMPERATURE (degrees C): FILTERED METALS (Yes/No):

pH: | NUMBER/TYPE BOTTLES:

CONDUCTIVITY (umhos/cm): FLOW (gpm):

TOTAL

COMMENTS:
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®
MID-CONTINENT
TESTING LABORATORIES, INC.
® AN EnAHONENTAL TESTING e |
e DESCRIPTION:
g M SAMPLE DATE: 03/14/94
~¢- SAMPLE TIME:
SAMPLED BY:
2381 S. Plaza Dr. » PO. Box 3388 * Rapid City, SD 57709
E (605) 348-0111
- ACCOUNT NUMBER: W1000
LAB NUMBER: 19940315107
% STAN MICHALS DATE RECEIVED: 03/14/94
BROHM MINING CORP. TIME RECEIVED: 04:00 PM
P.O. BOX 485 REPORT DATE: 03/16/94
E DEADWOOD, SD 57732
®
\ E
=)
°f
% PHYSICAL PROPERTIES VALUE METALS mg/1 DISSOLVED TOTAL
. Conductivity, umhos/cm 3960. Aluminum 274. 289.
@ Hardness 889. Ant imony . .
PH 2.70 Arsenic 1.56 1.60
‘ Solids, Dissolved, mg/1 5758. Barium g g
[ ] Solids, Suspended, mg/l 50.0 Beryllium : s
Turbidity, NTU . Boron . .
Cadmi um .420 .441
L Calcium 107. .
INORGANIC & NONMETALLIC VALUE Chromi um .
, - Cobalt o .
a Alkalinity 0.00 Copper 473. 494.
z Bicarbonate 0.00 Gold . v
“0 Carbonate, mg/1 0.00 Iron 711, 866.
= Chloride, mg/1 17.0 Lead . i
= Cyanide, Total, mg/l <.010 Lithium . .
s Cyanide, WAD, mg/] . Magnesium 151. .
.}é’ Cyanide, Free, mg/l " Manganese 35.0 36.5
i Fluoride, mg/1 . Mercury . )
8 Nitrogen, Ammonia, mg/l . Molybdenum . .
®: Nitrogen, Nitrate, mg/l 8.80 Nickel " .
i___i Nitrogen, Nitrite, mg/l o Potassium 1.96 .
a Sulfate, mg/1 3661. Selenium . -
o Silicon . .
@ Silver . .
S Sodium 11.9 .
® Strontium i .
Vanadium . .
Zinc 7.95 8.05
®
& SPECIAL TESTS VALUE
° ACIDITY 2804 . APPROVED BY: ﬁ
DATE: g3/ 7M
®
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MID-CONTINENT
TESTING LABORATORIES, INC.

MIGH TECHNOLOGY OIL ANALYSIS
AND ENVIRONMENTAL TESTING

2381 S. Plaza Dr. » PO. Box 3388 ¢ Rapid City, SD 57709

(605) 348-0111

"

—~
STAN MICHALS
BROHM MINING CORP.
P.0. BOX 485
DEADWOOD, SD 57732
PHYSICAL PROPERTIES VALUE METALS mg/1
Conductivity, umhos/cm 3960, Aluminum
Hardness 889. Ant imony
PH 2.70 Arsenic
Solids, Dissolved, mg/1 5758. Barium
Solids, Suspended, mg/1 50.0 Beryllium
Turbidity, NTU Boron
Cadmium
Calcium
INORGANIC & NONMETALLIC VALUE Chromium
-------------------------------- Cobalt
Alkalinity 0.00 Copper
Bicarbonate 0.00 Gold
Carbonate, mg/1 0.00 Iron
Chloride, mg/1 17.0 Lead
Cyanide, Total, mg/l <.010 Lithium
Cyanide, WAD, mg/] 5 Magnesium
Cyanide, Free, mg/l . Manganese
Fluoride, mg/1 . Mercury
Nitrogen, Ammonia, mg/l . Mo 1ybdenum
Nitrogen, Nitrate, mg/l 8.80 Nickel
Nitrogen, Nitrite, mg/l : Potassium
Sulfate, mg/1 3661. Selenium
i Silicon
Silver
Sodium
Strontium
Vanadium
Zinc
SPECIAL TESTS VALUE
ACIDITY 2804. APPROVED BY:
DATE

SAMPLE NAME: RUBY DUMP
DESCRIPTION:

SAMPLE DATE: 03/14/94
SAMPLE TIME:

SAMPLED BY:

ACOOUNT NUMBER: W1000

LAB NUMBER: 19940315107
DATE RECEIVED

03/14/94

TIME RECEIVED: 04:00 PM
REPORT DATE: 03/16/94

DISSOLVED TOTAL
274. 289.
1.56 1.60
.420 .441
107. 5
473. 494.
717. 866.
151. .
35.0 36.5
1.96 .
11.9
7.95 8.05
7 NP
/ V, ’f = 7
/A/ﬂ ,j// —~7 Lol /A//
5 I O
1}1 ‘7/{‘ /”\A"/
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MID-CONTINENT

TESTING LABORATORIES, INC.

A

~

A

o

2381 S. Plaza Dr. « PO. Box 3388 » Rapid (
(605)

STAN MICHALS

i BROHM MINING CORP.

‘ P.O. BOX 485

| DEADNOOD, SD 57732

N— — —

\A\'AA

“w

348-0111

PHYSICAL PROPERTIES VALUE
Conductivity, ushos/cm 3810.
Hardness 852.
PH 2.77
Solids, Dissolved, mg/l 5420.
Solids, Suspended, mg/l 82.0
Turbidity, NTU .
INORGANIC & NONMETALLIC VALUE
Alkalinity 0.00
Bicarbonate 0.00
Carbonate, mg/] 0.00
Chloride, mg/1 23.5
Cyanide, Total, mg/l <.010
Cyanide, WAD, mg/1 .
Cyanide, Free, mg/] .
Fluoride, mg/1 .
Nitrogen, Ammonia, mg/l .
Nitrogen, Nitrate, mg/l 11.4
Nitrogen, Nitrite, mg/1 :
Sulfate, mg/] 3438.
SPECIAL TESTS VALUE
ACIDITY 1748.

SAMPLE NAME: RUBY DUMP
DESCRIPTION:
SAMPLE DATE: 03/09/94
SAMPLE TIME:
SAMPLED BY:
57709
h ACCOUNT NUMBER: W1000
LAB NUMBER: 19940311208
DATE RECEIVED: 03/11/9%4
TIME RECEIVED: 07:00 AM
REPORT DATE: 03/15/94
METALS mg/1 DISSOLVED TOTAL
Aluminum 2517. 257
Ant imony .
Arsenic 1.45 1.46
Barium .
Beryllium .
Boron . "
Cadmium .405 .435
Calcium 112. .
Chromium .
Cobal t . o
Copper 42.1 44.9
Gold . .
Iron 597. 648.
Lead .
Lithium .
Magnes ium 139.
Manganese 35.8 36.9
Mercury "
Mol ybdenum .
Nickel .
Potassium 2.18
Selenium .
Silicon .
Silver .
Sodium 16.2
Strontium .
Vanadium . .
Zinc 7.72 7.22
APPROVED BY:
DATE: Q-
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MID-CONTINENT
TESTING LABORATORIES, INC.
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2381 S. Plaza Dr. » PO. Box 3388 » Rapid City, SD 57709

605) 348-01M1

STAN MICHALS
BROHEM MINING CORP.
| P.O. BOX 485
‘ DEADWOOD., SD 57732

N— — — —— - -

PHYSICAL PROPERTIES VALUE
Conductivity, umhos/cm 3810,
Hardness 852.

PH 2.11

Solids, Dissolved, mg/] 5420.
Solids, Suspended, mg/l 82.0
Turbidity, NT
INORGANIC & NONMETALLI( VALUE
Alkalinity 0.00
Bicarbonate 0.00
Carbonate, mg/| 0.00
Chloride, mg/| > P8
Cvanide, Total, mg 010
Cvanide, WAD, mg/|
Cyanide, Free, mg/l
Fluoride, mg/|
Nitrogen, Anmmonia, mg/| .
Nitrogen, Nitrate, mg/| 11.4
Nitrogen, Nitrite, ng
Sulfate, mg/! 3438.
SPECIAL TESTS VALUE
ACIDITY 1748,

METALS mg/ ]

Al uminum
Ant imony
Arsenic
Bar ium
Beryllium
Boron
Cadmium
Calcium
Chromi um
Cobalt
Copper
Gold

Iron

L.ead
Lithium
Magnesium
Manganese
Mercury
Mol vbdenum
Nickel
Potassiunm
Selenium
S1licon
Silver
Sodium
Strontium
Vanadium
Zine

APPROVED BY:

SAMPLE NAME:
DESCRIPTION:
SAMPLE DATE:
SAMPLE TIME:

SAMPLED BY:

ACCOUNT NUMBER :
LAB NUMBER :
DATE RECEIVED:
I'IME RECEIVED:
REPORT DATE:

DISSOLVED

RUBY

w1000
3940

i 00

U

TOTAL

257. 201
1.45 1.46
405 435
’\'1
42.1 44.9
597 648
139
35.8 3 .
2.18
16.2 —_
—m - o
,/‘,’.
. A /

DUMP

311208
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M
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MID-CONTINENT
TESTING LABORATORIES, INC.
e SAMPLE NAME: RUBY DUMP
P e DESCRIPTION:
N~ " L T Y SAMPLE DATE: 03/17/94
o SAMPLE TIME:
SAMPLED BY:
2381 S. Plaza Dr. » PO. Box 3388 ¢ Rapid City, SD 57709
(605) 348-0111
( — ACCOUNT NUMBER: W1000
LAB NUMBER: 19940321112
STAN MICHALS DATE RECEIVED: 03/18/94
BROHM MINING CORP. TIME RECEIVED: 02:00 PM
P.O. BOX 485 REPORT DATE: 03/22/94

DEADWOOD, SD 57732

PHYSICAL PROPERTIES VALUE METALS mg/1 DISSOLVED TOTAL
Conductivity, ushos/cm 4140. Alumimm 213. 233.
Hardness 7680. Ant imony . .
PH 2.71 Arsenic 3.07 3.19
Solids, Dissolved, mg/]1 6251. Barium o .
Solids, Suspended, mg/1 34.0 Beryllium . o
Turbidity, NTU o Boron o .

Cadmium .375 431
Calcium 108. .
INOCRGANIC & NONMETALLIC VALUE Chromiuma o .
Cobalt . .
Alkalinity 0.00 Copper 54.4 56.0
Bicarbonate 0.00 Gold R »
Carbonate, mg/1 0.00 Iron 828. 934.
Chloride, mg/1 22.0 Lead . .
Cyanide, Total, mg/1 <.010 Lithium . :
Cyanide, WAD, mg/1 o Magnesium 119. -
Cyanide, Free, mg/1 . Manganese 32.8 35.3
Fluoride, mg/1 . Mercury . s
Nitrogen, Ammonia, mg/1 . Molybdenum - .
Nitrogen, Nitrate, mg/1 10.5 Nickel . .
Nitrogen, Nitrite, mg/1 " Potassium 2.44 B
Sulfate, mg/1 3750. Selenium - "
Silicon . -
Silver . .
Sodium 14.1 .
Strontium . .
Vanadium " ¢
Zinc T.49 7.87

SPECIAL TESTS VALUE

ACIDITY 3008. APPROVED BY: /7
DATE: ‘9342— :




MID-CONTINENT
TESTING LABORATORIES, INC.

HIGH TECHNOLOGY OIL ANALYSIS
AND ENVIRONMENTAL TESTING

* o o

|
|
lUbli l 2381 S. Plaza Dr. « PO. Box 3388 » Rapid City, SD 57709
o (605) 348-0111
e STAN MICHALS
] BROHM MINING CORP.
P.O. BOX 485
@ { DEADWOOD, SD 57732
o
!
.gl
2|
- % PHYSICAL PROPERTIES VALUE METALS mg/1
| Conductivity, umhos/cm 4140. Aluminum
=1 Hardness 760. Ant imony
l PH 2:71 Arsenic
I Solids, Dissolved, mg/l  6251. Barium
E | Solids, Suspended, mg/l 34.0 Beryllium
T Turbidity, NTU . Boron
Cadmium
[ Calcium
INORGANIC & NONMETALLIC VALUE Chromi um
dl ———————————————————————————————— Cobal t
[ 3 Alkalinity 0.00 Copper
E Bicarbonate 0.00 Gold
o Carbonate, mg/1 0.00 Iron
.QI Chloride, mg/1 22.0 Lead
3 Cyanide, Total, mg/1 <.010 Lithium
&l Cyanide, WAD, mg/1 . Magnesium
.“’l Cyanide, Free, mg/l ¢ Manganese
UUU§ Fluoride, mg/l Mercury
0' Nitrogen, Ammonia, mg/l . Mol ybdenum
.E] Nitrogen, Nitrate, mg/] 10.5 Nickel
s Nitrogen, Nitrite, mg/1 . Potassium
&|  sulfate, mg/l 3750. Selenium
‘gl Silicon
o Silver
Ol Sodium
- l Strontium
Vanadium
l Zinc
il
U |
@ ; SPECIAL TESTS VALUE
l ACIDITY 3008. APPROVED BY:
o
l DATE:
L
. |

SAMPLE

NAME: RUBY DUMP

DESCRIPTION:

SAMPLE

DATE: 03/17/94

SAMPLE TIME:
SAMPLED BY:

ACCOUNT NUMBER: W1000
LAB NUMBER: 19940321112

DATE RECEIVED:

03/18/94

TIME RECEIVED: 02:00 PM

REPORT

DISSOLVED

119'
32.8

2.44
14.1

T7.49

DATE: 03/22/94

7.87

4/4&//2
2320y
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MID-CONTINENT
TESTING LABORATORIES, INC.

1GF ECHNOLOGY OIL ANALYSIS
AND ENVIRONMENTAL TESTING

~
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-

2381 S. Plaza Dr.  PO. Box 3388 * Rapid City, SD 57709
(605) 348-0111

STAN MICHALS

BROHM MINING CORP.

P.O. BOX 485

DEADWOOD, SD 57732

PHYSICAL PROPERTIES VALUE
Conductivity, umhos/cm 4660.
Hardness 1078.
PH 2.62
Solids, Dissolved, mg/1 T7364.
Solids, Suspended, mg/1 34.0
Turbidity, NTU .
INORGANIC & NONMETALLIC VALUE
Alkalinity 0.0
Bicarbonate 0.0
Carbonate, mg/1 0.0
Chloride, mg/1 22.9
Cyanide, Total, mg/l <.010
Cyanide, WAD, mg/1 .
Cyanide, Free, mg/1 5
Fluoride, mg/1 .
Nitrogen, Ammonia, mg/1 .
Nitrogen, Nitrate, mg/1 12.4
Nitrogen, Nitrite, mg/1 .
Sulfate, mg/1 4000.
QUALITY OONTROL VALUE
Major Anion Sum, meq/L 84.72
Major Cation Sum, meq/L 83.69
Anion-Cation Balance, % -0.65
SPECIAL TESTS VALUE
ACIDITY 3668.

METALS mg/1

SAMPLE NAME: RUBY DUMP

SAMPLE DATE: 03/22/94

w1000
03/23/94

LAB NUMBER: 19940323205

07:00 AM

REPORT DATE: 03/24/94

Alumsinum
Ant imony
Arsenic
Barium
Beryllium
Boron
Cadmium
Calcium
Chromium
Cobalt
Copper
Gold

Iron

Lead
Lithium
Magnesium
Manganese
Mercury
Mol ybdenum
Nickel
Potassium
Selenium
Silicon
Silver
Sodium
Strontium
Vanadium
Zinc

9.81
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MID-CONTINENT
TESTING LABORATORIES, INC.
ot g SAMPLE NAME: RUBY DUMP
DESCRIPTION:
\/\/\”\/\,\/\/\l SAMPLE DATE: 03/22/94
SAMPLE TIME:
SAMPLED BY:
2381 S. Plaza Dr. » PO. Box 3388 » Rapid City, SD 57709
(605) 348-0111
ACCOUNT NUMBER: W1000
LAB NUMBER: 19940323205
STAN MICHALS DATE RECEIVED: 03/23/94
BROHM MINING CORP. TIME RECEIVED: 07:00 AM
P.O. BOX 485 REPORT DATE: 03/24/94
DEADWOOD, SD 57732
PHYSICAL PROPERTIES VALUE METALS mg/1 DISSOLVED TOTAL
Conductivity, umhos/cm 4660. Aluminum 323. 350.
Hardness 1078. Ant imony 3
PH 2.62 Arsenic 1.54 1.58
Solids, Dissolved, mg/l 7364. Barium o
Solids, Suspended, mg/1 34.0 Beryllium A
Turbidity, NTU > Boron .
Cadmium .468 513
Calcium 133.
INORGANIC & NONMETALLIC VALUE Chromium o
————————————————————————— = Cobalt . .
Alkalinity 0.0 Copper 54.3 57.8
Bicarbonate 0.0 Gold . .
Carbonate, mg/1 0.0 Iron 848. 1152.
Chloride, mg/1 22.5 Lead .
Cyanide, Total, mg/1 <.010 Lithium A
Cyanide, WAD, mg/l b Magnesium 181.
Cyanide, Free, mg/l 5 Manganese 37.8 40.4
Fluoride, mg/1 P Mercury 2
Nitrogen, Ammonia, mg/1 . Mol ybdenum .
Nitrogen, Nitrate, mg/1 12.4 Nickel 3
Nitrogen, Nitrite, mg/l . Potassium 2.49
Sulfate, mg/1 4000, Selenium A
Silicon .
Silver .
QUALITY CONTROL VALUE Sodium 13.3
-------------------------------- Strontium o
Major Anion Sum, meq/L 84.72 Vanadium g
Major Cation Sum, meq/L 83.69 Zinc 8.55 9.81
Anion-Cation Balance, % -0.65
SPECIAL TESTS VALUE
ACIDITY 3668. APPROVED BY:
DATE:
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MID-CONTINENT
TESTING LABORATORIES, INC.

RONMENTAL TESTING

A ‘//‘ ~
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v

2381 S. Plaza Dr. » PO. Box 3388 « Rapid City, SD 57709
(605) 348-0111

STAN MICHALS

P.O. BOX 485

DEAIDWOOD, SD 57732

METALS mg/1

SAMPLE NAME:
DESCRIPTION:
SAMPLE DATE:
SAMPLE TIME:
SAMPLED BY:

ACCOUNT NUMBER :
LAB NUMBER :
DATE RECEIVED:
TIME RECEIVED:
REPORT DATE:

DISSOLVED TOTAL

PHYSICAL PROPERTIES VALUE
Conductivity, ushos/cm 5070.
Hardness 1161.
PH 2.78
Solids, Dissolved, mg/l 8530.
Solids, Suspended, mg/1 30.
Turbidity, NTU .
INORGANIC & NONMETALLIC VALUE
Alkalinity 0.00
Bicarbonate 0.00
Carbonate, mg/1 0.00
Chloride, mg/] 25.0
Cyanide, Total, mg/1 <.010
Cyanide, WAD, mg/1 o
Cyanide, Free, mg/1 o
Fluoride, mg/1 o
Nitrogen, Ammonia, mg/l .
Nitrogen, Nitrate, mg/1 11.4
Nitrogen, Nitrite, mg/1 -
Sulfate, mg/1 4922.
SPECIAL TESTS VALUE
ACIDITY 4104.

Aluminum
Ant imony
Arsenic
Barium
Beryllium
Boron
Cadmi um
Calcium
Chromium
Cobal t
Copper
Gold

Iron

Lead
Lithium
Magnes i um
Manganese
Mercury

Mol ybdenum

Nickel
Potassium
Selenium
Silicon
Silver
Sodium
Strontium
Vanadium
Zinc

343. 369.

45.2 52.9

RUBY DUMP
03/24/9%4
™

19940325108
07:15 AM




= -
-0 @ | =
= =
== =

-
® & o=
S. = FORM 106-A

=
-
=
- RAPID CiTy

—
t —
=
QRELIND PRINTING CENTER

. c———— ——— ————— —— —— t——————

-
°-
=
| —

MID-CONTINENT
TESTING LABORATORIES, INC.

HIGH TECHNOLOGY OIL ANALYSIS
AND ENVIHONMENTAL TESTING

2381 S. Plaza Dr. » PO. Box 3388 « Rapid City, SD 57709

(605) 348-0111
STAN MICHALS
BROHM MINING CORP.
P.O. BOX 485

DEADWOOD, SD 57732

PHYSICAL PROPERTIES
Conductivity, umhos/cm
Hardness
PH
Solids, Dissolved, mg/l
Solids, Suspended, mg/1
Turbidity, NTU

INORGANIC & NONMETALLIC

Alkalinity

Bicarbonate

Carbonate, mg/1
Chloride, mg/1

Cyanide, Total, mg/l
Cyanide, WAD, mg/1
Cyanide, Free, mg/l
Fluoride, mg/1
Nitrogen, Ammonia, mg/l
Nitrogen, Nitrate, mg/l
Nitrogen, Nitrite, mg/l
Sulfate, mg/1

SPECIAL TESTS

ACIDITY

SAMPLE NAME: RUBY DUMP

DESCRIPTION:
SAMPLE DATE: 03/24/94
SAMPLE TIME: M
SAMPLED BY:

ACCOUNT NUMBER: W1000
LAB NUMBER: 19940325108
DATE RECEIVED: 03/25/94
TIME RECEIVED: 07:15 AM
REPORT DATE: 03/28/94

. ae

DISSOLVED TOTAL

Aluminum
Ant imony
Arsenic
Barium
Beryllium
Boron
Cadmi um
Calcium
Chromium
Cobalt
Copper
Gold
Iron
Lead
Lithium

Magnesium ;
Manganese

Mercury
Mol ybdenum
Nickel
Potassium
Selenium
Silicon
Silver
Sodium
Strontium
Vanadium
Zinc

343. 369.
3.90 4.93

« 967 .606

140, .

62.3 67.1

1088. 1356.

197. . ? - 4 )
45.2 52.9

2.49

PR
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MID-CONTINENT
TESTING LABORATORIES, INC

2381 S. Plaza Dr. » PO. Box 3388 » Rapid City, SD 57709

STAN MICHALS

(605) 348-0111

BROHM MINING CORP.

P.O. BOX 485
DEADWOOD, SD

57732

PHYSICAL PROPERTIES VALUE
Conductivity, uwshos/cm 5360.
Hardness 585.
“l 2.“
Solids, Dissolved, mg/1 9119.
Solids, Suspended, mg/l 41.0
Turbidity, NTU g
INORGANIC & NONMETALLIC VALUE
Alkalinity 0.00
Bicarbonate 0.00
Carbonate, mg/1 0.00
Chloride, mg/1 28.0
Cyanide, Total, mg/] <.010
Cyanide, WAD, mg/] =
Cyanide, Free, mg/!

Fluoride, mg/1 .
Nitrogen, Ammonia, mg/| .
Nitrogen, Nitrate, mg/l 12.3
Nitrogen, Nitrite, mg/] .
Sulfate, mg/1 4474.
QUALITY CONTROL VALUE
Major Anion Sum, meq/L 94.73
Major Cation Sum, meq/L 92.32
Anion-Cation Balance, % -1.10
SPECIAL TESTS VALUE
ACIDITY 4740.

Barium
Beryllium
Boron
Cadmi um
Calcium
Chromi um
Cobal t
Copper
Gold

Iron

Lead
Lithium
Magnes ium
Manganese
Mercury
Mol ybdenum
Nickel
Potassium
Selenium
Silicon
Silver
Sodium
Strontium
Vanadium
Zinc

TIME RECEIVED
REPORT DATE:

al-3-2

RUBY DUMP

03/29/94

w1000
19940330111
03/30/94
07:20 AM
03/31/94






